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Complies with the requirements of the standard/s: 

CERTIFICATE OF TEST  
Certificate of test nº 

AITEX declares that the articles:            Given by the company: 

Issued by AITEX on: 16/05/2016 
This document is of application for the tested sample, according to the tests that 
have been done in the previously mentioned dates in the reports above shown. 
This does not implies any monitoring or control activity on this product done by 
AITEX. 
This document is a test summary and does not imply a product certification. 

Signed by: Raquel Muñoz González 
Manager Innovation Area 

 

21CO5362 

ANORAK HELLAS LTD 
 

372-374 AHARNON STREET 
EL-11145 ATHENS 
GREECE 
 

Hard plate ICW soft panel referenced: 
 
 “HP.3.1001 ICW SOFT PANEL SP.3A.301” 
 

The test results above indicated are shown in the testing report: 

2016EP1122 / 2016EP1125 

 
NIJ 0101.04 Rev.A Ballistic Resistance of Personal Body Armor 

 
 

TEST RESULTS REQUIREMENTS 
REPORT 

No. 

5.13 
Ballistic Penetration and 
Backface Signature Test 

(P-BFS) 
Level III 

- No perforation by the bullet, fragment of the bullet, or fragment 
from the plate/insert through the armor. 
- No measured BFS depression depth greater than 44 mm 2016EP1122 

5.17 
Ballistic Limit 
Determination 

Level III --- 

 

 
Additional tests 

 

TEST RESULTS REPORT No.  

6 shots 5,56 x 45 mm M193 velocity (950 ± 9.1) m/s 
- No perforation by the bullet, fragment of the 
bullet, or fragment from the plate/insert 
through the armor 
 
- No measured BFS depression depth 
greater than 44 mm 

2016EP1125 

6 shots 7,62 x 39 mm MSC velocity (730 ± 9.1) m/s 
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